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PwTonoAupepiouevn
PNTIVGONG Kovia e uwnAeg
a100nTIKA analTnoeig

KAl EUKOAN epappoyn




G-CEM Veneer ano v GC
H 10avikn pon

AIoBNTIKN Kovia Pe EUKOAN EPAPPOYN KAl UPNAEG HNXAVIKEG IDIOTNTEG

To G-CEM Veneer £xsi 0Aa Ta ocuoTaTtikG nou anairrouvTal yia va dIaopalicel TO Mo

EVTUNWOIOKO TENIKO aANOTEAEOUA yia XAPOyeAo yepdTo autonenoibeon. To WUOTIKO

BpiokeTal oTnv 18avikd Icopponnuevn poppoula Tou pe TV Texvoloyia Full-coverage

Silane Coating (FSC) AuTr| n npwTonopiakn eneSepyacia Tou UNIKOU eNITpenel va eniTeux Oei

UWNAN NEPIEKTIKOTATA NANPWONG PE OMOIOYEVH KATAVOUN TwV UANIK®WV MAMPwong oTn

pATPa. To anoTéheopa: HOvadIKOG XEIPIOCHOG Kal e§AIPETEG PUTIKEG ISIOTNTEG.

Full-coverage Silane Coating (FSC)

To G-CEM Veneer £xel napaokeuaoTel XPNOIHONOIWVTAG
TNV KaivoTopo Texvoloyia Tou oiAaviou nAfRpoug
kaAuwng (Full coverage Silane Coating, FSC). H enicpaveia
TV UNIKGV MANPwong KaAunTeTal oxedov nMAnpwsg ano
Tov napdyovra ouUleu&éng OIAaviou, MNPOCPEPOVTAG
apTia ouvdeon pPeTA&U Tou UAIKOU mARpwong Kai
NG pNTEag. H véa Texvoloyia emiTpener Tn didyxuon
peyalUTepng noooTnTAg UAIKWV NANPpwong (nocooto
nAnpwong 69% w/w) pue NOAU anoTEAECPATIKO TPOMO KAl
enipepovTag BiIoTponikr ouvoyn.

G-CEM Veneer
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MAeovekTApaTa Tng BiIEoTponikoTNTAG

Xdpn otn véa Texvohoyia FSC, T10G-CEM Veneer
eival noAU Bi§oTponikd. Mevel otn Béon Tou, oTav
dev yxpnoiyonosiTal kai gival peuoTo oTav TiBeTal unod
nieon. Me autov Tov Tpomo, oAOkAnpn n enipaveia
anokaTaoTaong KAAUMTETAI, XwPIG Kevd, €vw TO
ndaxog dlaoTpwpdTwong diaTnpeital oTo e\daxioTo. To
anoTéAeopa: anoAuTn epappoyn!

Akopn éva ogelog Tng Texvoloyiag FSC: To G-CEM
Veneer &sv koAAdel. 2uvenwg, epapudletal eUKONA pe
peYGAn akpifeia kal n anopgdkpuvon TngG NEPICOEIag
yivetar pe sukoMia. H PéAtiora 1copponnuévn por
kaBioTd Tnv Kovia 181aiTepa PINIKA NPOG TO XPNOTN Kal
anoTeAEOUATIKI) O CUYKPION PE TA UWNANG PEUCTOTNTAG
r npo-Beppaivopeva cupPaTikd ouvBeTIKA UAIKA.

AuTr) n povadikr) cuvoxn kabiotd 1o G-CEM Veneer

Tov 18aVIKO CUVEPYATNG 0ag Yid OAEG TIG AICONTIKEG
anoKaTaoTAOCEIG,.

AvTaywvIoTIKO NPOoiov




Courtesy of Dr. J Tapia Guadix, Spain.

AnAonoiwvTag Ta OUoKoAa oTAdId.

>e ouvduaopo pe To G-Multi PRIMER éva ulikd Bdaong yevikng xpnong, kai o G-Premio
BOND, éva cuykoAAnTIkO UAIKS yevikng Xpnong, 1o G-CEM Veneer diaogalilel
otaBepr] kar avBekTik OoUYKOANANON o GAOUG TOUG TUMOUG UMOCTPWHATWY KAl

napaokeucv. H ouyk6AAnon yiveTal npaypaTikd pouTiva.
—

npoogpuon oe
adapavTivn
kar odovTivn

G-Premio BOND

To G-Premio BOND eival SokIgaopévog ouyKoANTIKOG

npoopuon oe
adapavTivn,
odovTivn, pnTivn
Kal nupAva pn-
NOAUTIHGOV
peTANwV

NapAdyovTag YEVIKNG EPAPHPOYNG O OMoiog XPNOIHOMNOIETAl
ot ONeG TIG NMAPAOCKEUEG YIA IOXUPN Kal AvBekTIKN
To BOND
AEITOUPYIKA HOVOMEPN VIO TNV CUYKOAMnon oe kabe

OUYKOANANON. G-Premio nepiexel  Tpia

napaokeur, avetaptnta and To €dv npOKeiTal yia

odovTivn, adapavTivn, HETaA\o 1 pNTivN. npdopuon ot
noAUTIpa

To G-Premio BOND pnopei va xpnoipgonoinBei kai pe LeTaMha

Toug 8Uo Tpodnoug adponoinong nou cucTHvovTal
yla TIG AENTEG AMOKATACTACEIG, ONWG Ol OWEIG: TNV
eMINeKTIK adponoinon adapavTivng 1 TNV  OAIKNA

adponoinan.

MeTd and  Tov  (PWTOMOANUPEPICHO, 1N OTPKON K;gg;‘f;ﬁg)fu

OUYKOANANTIKOU  eival  AenTrRl kAl OHOIOHOPMN, uBp1Bika
. \ , \ KEPAWIKA Kal

ENITPENOVTAG NAvVTA  18avik npocappoyn  Tng orrives

- "

anokaTAaoTaong.

G-Multi PRIMER

npooguon oe

CipKkovio, aloupiva
Kal pN-noAUTIpa

To G-Multi PRIMER eivar éva uAikd Bdong yevikng

XPNONG TO OMoio XPNOIMOMOIEl TPEIG JIAPOPETIKOUG peTala

XNMIKOUG NapdyovTeg yia va dlacpaliosl avBekTiknA
nPOOoPUON 0 OAeG TIG NEPINTAWOEIG. Me Tnv npooBikn

olAaviou oTo UNIKO Baong kal ox1 oTo UNIKO CUYKOAANGNG, npdcuon oe

noAUTIHa

Siaopalileral n otaBspdTNTA THG CUYKOAANONG. LeTaMa

2TAAIA EOAPMOTIHZ
1.MNpiv

4.EqpappooTe Tov
ouyKoAANTIKO napdayovta
G-Premio Bond

2.AoKIyn anokaracTaong 3.Adponoinon napaockeung

T€ooepig aioOnTIKEG
AnoxPwWOEIG

To G-CEM Veneer diaTiBeTal
oe  TEOOEPIG  OIAPOPETIKEG
anoxpwoelg. Exouv eniexBei
NPOCEKTIKA, WOTE VA KAAUNTOUV
OAeG TIG AITONTIKEG AVAYKEG.

MpoPAsnopevo TeAIkO
anoTtéAeocpa

Me Tnv OdokipgaoTikr) ndoTa
pnopeiTe eUKOAA va NPoPAeWeTe
To TeAkd anotéleopa BonbBa
otnv  emAoyny  TNG OWOTNG
andyPwong Kal adliapAaveiag.

EniA&é€Te TOV TPOMO
adponoinong

Adporoinore  Ta  o6pia NG
adapavTivng,  yla  eAdyioTa
enepPaTikeg TEXVIKEG nou
eoTialouv KUPIWG otnv
adapavtivn, 1 enAe§te TNV

TEXVIKNG TNG ONIKNG adpornoinong.

2uykoAAnon o 6Aa Ta
unooTpwHATA

H Sokipaopevn @oppoula Tou
G-Premio  BOND  8iaopalidel
OUYKOMNnon oe  OAad  Ta
unooTpwpata.  MoAupepieral
EexwploTa kal gival TOoo AenTn
nou dev napepfaivel  ornv
€dpaon TnNG anokaTacTaong.



G-CEM™ Veneer
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- G-CEM Veneer
E€aipeTog noAupepiopog
To G-CEM Veneer pynopei va noAUpPePIOTEI
/ anoTeNeoPaTIKA pE epAppOyn Adpnag

Avtoxn ouykoAnong oe opdATo (MPa) npiv kar HeTa Tov KUKAO
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MikpO naxog oTpwong

Ta ogéAn TnG avrtoxng o ouvduaopo
pe Tnv  1davikfy por... EnmuyxaveTal
e€aipeTn epappoyn Xwpig va anarrsital
npo-8¢ppavon !

AokipaoTikn naota G-CEM

O1 anoxpwaoelg TNG SOKIPACTIKNG NACTAG
G-CEM
TEOOEPIG ANoXPWOoEelg Twv Oyewv G-CEM

avTioToIXoUV  andAuTa OTIg

Veneer. Exouv Baon 1o vepd yia eUKOAN

anopAaKkpuUVon HETA TNV EQPAPHOY).

5.Eqpappoote G-Multi PRIMER  6.ZuykoAAnon 8.Tehik6 anoTéAecpa

7.Apaipeon

wi,

EUkoAog kaBapiopog

AkpIBRG eqpappoyn AvOeKTIKO anoTéAecpa

2uykOAAnon o 6Aeg TIg

GI'IOKGTCIOTCIIO'SIQ

MeTd Tnv KaTaAnAn eneepyacia
(adporoinon 1 appofoAn), To
G-Multi  PRIMER  3diaogpalilel
oraBepr) npdopuon oe OAeG TIG
aI00NTIKEG ANOKATACTACEIG.

HBi§oTponikoTnTa KA O HEYANOG
XPOVOG €pyaciag EeNITPENOUV
™V akpiPn epappoyn.

O eomiakdg nolupepiopog yia 1-2
deuTEPONENTA NPIV TNV ANOPAKPUVON
NG nepIOoeIag eival MPOCIPETIKOG.
MeTa Tov TENKO (PLTOMOAUHEPIGHO,
TG OpIa KNOPOUV va (IvVIPIOTOUV
kal va omABwBolv pe eukoNa oe
uwnAo eninedo oTiNBwong yia va
e\ayioTonoleiTal N NAPAKPATNON
nAGKAG.

H uwnAr) oTaBepoTnTa XxpdopaTog
Kal ol  €EQIPETEG  HNXAVIKEG
1510TNTEG dlaopaliCouv avBekTIKO
Kal MOIOTIKO TENIKO AnoTEAECHA.



©@a eknAayeiTe ano Tnv anddoar) Tou.

AvoTepn andédoon

To G-CEM Veneer €xel uywnAr nepPIEKTIKOTNTA OFE
EVIOXUTIKEG ouaieg kal eival e§alpeTIKA avOekTIKO oTn
¢pBOopd kai Ta kataypara.

Me Ta G-Premio BOND kar G-Multi PRIMER, &iaopaAileTal
upnAn avroxn yia peydaAng Sidpkeiag aiobnTikég
anokaTaoTAaocelg. Exel pnxavikeg 1816TNTEG NAPOUOIEG HE
Ta PNTIVEdN UAIKA TUNOU NAOTAG, wOTOCO MPOCPEPE! TOV

€UKONO XEIPIOPO TOu XapnAou 1EwE0oUG.

Euyevikn napayxwpnon tou Apa. J Mattiussi, ITaAia

Quoikn aiodnTikn

To G-CEM Veneer npooapudCetar o ONeG TIg
aIoBNTIKG anaITNTIKEG MEPINTWOEIG NAPEXOVTAG (PUTIKO
anoTtéAeopa.

O ¢Bopiopog Tou G-CEM Veneer npoocappolerar oe

AUTOV TWV PUOIK®V dovTiwy. [Napapevel SuadiakpITo ot

MnyA: GCC R&D , : ,
®Bopioudg Siokewv 0,5 mm. A: G-CEM Veneer, B: Variolink Esthetic, C: OAeg Tig oUVONKES pooTIoOU.

Panavia V5, D, NX3 Nexus, E: Calibri, F: RelyX Unicem

Teooepig anoxpwaoelg Nou KAAUATOUV
Ta navta

TEooepig anoyxpwoeig exouv eniAexBOei NPooeKTIKA yia TNV
TENEIO XPWHATIKA EVOWHATWON O OANEG TIG MEPINMTWOEIG,
KaBwg pe auTdv ToV TPOMO HEIMVETAlI O AMNAITOUUEVOS

apIBUOG TWV ANOXPWOEWV.

A2 Huidiagpavo

Adlapaveg Bleach



G-CEM Veneer oo v GC

MovadIkog XeIpIoUOG, AVWTEPN AVTOXN.

A g P

A2 Huididgpavo
To nio koo xpwpa [daviko yia
OUYKOANANONG via MOAU AenTEG

TIG NEPICOOTEPEG
npooBeTIKEG Epyacieg
oag.

anokaTaoTACEIG, Yid
T diaThpEnon TNG
(PUTIKNG andxpwang.

G-CEM Veneer

G-CEM Veneer Starter Kit

012383

2x G-CEM Veneer Refill A2 & TR, 2x Try-in Paste Refill
A2 & TR, 1x G-Multi PRIMER, 1x G-Premio BOND,
45x needle tips

G-CEM Veneer Refill 1 ml (1.7 g) + 10 dispensing tips

012384

G-CEM Veneer A2

012385

G-CEM Veneer Translucent (TR)

012386

G-CEM Veneer Opaque (OP)

012387

G-CEM Veneer Bleach (BL)

G-CEM Try-in paste 1.2 ml (1.5 g)

012803

G-CEM Try-in Paste A2

012804

G-CEM Try-in Paste Transclucent

012805

G-CEM Try-in Paste Opaque

012806

G-CEM Try-in Paste Bleach

Related

products

901503

GC dispensing tips long needle (30 pcs.)

009553

GC G-Multi PRIMER 5 ml

009036

GC G-Premio BOND, Refill 5 ml

Ta G-CEM Try-in Paste, G-CEM Veneer, G-Multi PRIMER kai G-Premio

O )

Adiapaveg
Xpnoiponolgitai
yia TNV KGAuyn
ANOXPWHATIOUEVWOV
UNOOTPWHATWY,
onou anaiteiTai.
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Bleach
Xpnoiponoigitai
yia Tnv augnon
Tng adiagpaveiag
Kal Aapyng, 6Tav

enBupeiTe KaTAAeUKa
dovTia.

BOND eivai eunopikd orjpata tng GC.

Ta Calibra, NX3 Nexus, Panavia V5, RelyX Unicem kai Variolink Esthetic DC

dev eivar eunopika onuata tng GC.

GC EUROPE N.V.

Head Office
Researchpark
Haasrode-Leuven 1240
Interleuvenlaan 33

B-3001 Leuven

Tel. +32.16.74.10.00

Fax. +32.16.40.48.32
info.gce@gc.dental
http://www.gceurope.com

NpaypaTtonoinore Afjypn Tou O8nyou GC Luting Guide

yia odnyieg Brjpa npog Prpa yia kabe
enihoyn KOAANong.
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